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Abstract: Superconducting nanowire avalanche single-photon detectors (SNAPs) with n 

parallel nanowires are advantageous over single-nanowire detectors because their output 

signal amplitude scales linearly with n. However, the SNAP architecture has not been viably 

demonstrated for n > 4. To increase n for larger signal amplification, we designed a multi-

stage, successive-avalanche architecture which used nanowires, connected via choke inductors 

in a binary-tree layout. We demonstrated an avalanche detector with n = 8 parallel nanowires 

and achieved eight-fold signal amplification, with a timing jitter of 54 ps.  

1. Introduction 

Sueprconducting nanowire single-photon detectors (SNSPDs) are of great interest in fields 

such as quantum information processing, linear-optics quantum computation [1], and quantum 

communication [2] due to their high efficiencies, low dark counts, fast recovery times, and 

low timing jitters [3]. However, one of the limiting factors in their application is the small 

amplitude of their output pulses, which are on the order of a millivolt. The presence of noise 

in the readout system can overwhelm these small pulses, and so amplification of the pulse is 

necessary for accurate readout. For a standard SNSPD architecture of a single nanowire, 

additional timing jitter [4,5] and dark counts typically result from electric noise if the signal-

to-noise ratio (SNR) of its output pulses is low. While external amplifiers can be used to 

achieve amplification, they ultimately add noise and reduce the SNR of the readout. Spatially 

multiplexing superconducting nanowire single-photon detectors can realize a single-photon 

array or a photon-number resolving (PNR) detector [6–8].However, a scalable readout circuit 

has not yet realized. Recently, analogous readout architectures which integrated passive 

electronics with multiple SNSPDs were reported [8,9], using a basic idea of encoding 

information of photon position or photon number on pulse amplitude. But, scaling up the 

array or PNR detector was limited by the SNR of a single element which was a typical 

SNSPD. 

To increase the amplitude of the detector output pulses is a direct way to increase the SNR, 

therefore, superconducting nanowire avalanche photodetectors (n-SNAPs, also named 

cascade-switching superconducting single-photon detectors) [10,11] were developed. The n-

SNAP is a variation of the SNSPD, with n individual detection nanowires in parallel instead 

of a single, longer, detection nanowire.  The parallelized SNAP architecture increases the total 

amount of current that the detector carries, and as a result increases the amplitude of the 

output pulses. A typical n-SNAP implementation is shown in Fig.1(a). In an n-SNAP, a single 

photon absorbed in one detection nanowire creates a resistive hotspot, expelling current from 

that nanowire and redistributing it into to the n-1 neighboring detection nanowires. If the n-

SNAP is biased with enough current, the redistributed current will cause an avalanche in the 

neighboring nanowires. During this avalanche, the current added to each neighboring 
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nanowire causes it to exceed its critical current (ICN), initiating an avalanche of resistive 

hotspots.  Once all the detection nanowires are resistive, the current from all n nanowires is 

diverted into the output, and so an n-SNAP can generate output pulses n times larger than 

pulses of an SNSPD. Additionally, since this process occurs at the device level, the 

amplification mechanism does not add external noise and so the SNR scales proportionally 

with n as well. Unfortunately, the n-SNAP design has not scaled well for n >4 detection 

nanowires [11].  As n is increased, the portion of current that each of the n-1 neighboring 

nanowires receives from the redistributed current shrinks. For an n-SNAP biased at IB with a 

critical current of IC, the bias condition necessary to guarantee an avalanche of all the 

detection nanowires into a resistive state is             . The minimal IB that initiates 

an avalanche is defined as the avalanche current (IAV). As n increases, IAV rapidly approaches 

IC, which can cause problems such as afterpulsing, latching, and increased dark count 

rates [12].  

2. Design and fabrication 

 
Fig. 1. (a) Schematic diagram of an n-SNAP in conventional avalanche architecture. Nanowires 
from D1 to Dn are paralleled directly. A choke inductor (LS) is connected in series to block the 

current to leak to the load. (b) Equivalent circuit of a detection nanowire. L0 is the kinetic 
inductance of the nanowire. Rn is the time-varying resistance as the switch is open by a photon 

detection. (c) Schematic diagram of an 8-*SNAP. Dx and ix represent the xth individual nanowire and 

the current passing through it, respectively. D1 (leftmost detection nanowire) is triggered as the 
initial condition. The colored arrows represent the current diverted by the sequential avalanches A1 

(red), A2 (green) and A3 (blue). (d) SEM images of an 8-*SNAP. The whole device is labeled 

according to the corresponding circuit parts shown in (b). (e) A close-up of the photon-sensitive 
individual nanowires, consisting of eight 50 nm wide nanowires.  

Here, we introduce a modified n-SNAP design, which we refer to as n-
*
SNAP. The n-

*
SNAP 

uses multiple avalanche stages to increase the total number of nanowires beyond four while 

maintaining a low avalanche current. Using inductors arranged in a binary-tree layout, we can 

control the evolution of the avalanche such that the redistributed current from the initial 

triggered nanowire only needs to overbias one neighboring nanowire at first, but will still 
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cause a resistive avalanche across the whole device. The idea of using multiple parallel 

SNSPDs was also reported in Ref. [13] as a way to increase the active area of a detector. 

However, in our design, the configuration of the nanowires and the inductor network is a 

binary-tree format used specifically to generate a controlled avalanche and increase n.   

The schematic diagram of the 8-
*
SNAP is shown in Fig. 1(c) and the SEM pictures of the 

fabricated device are shown in Fig. 1(d) and (e). In the 8-
*
SNAP, the eight detection 

nanowires were arranged to form four pairs, such as D1 and D2. Each pair was connected 

through a binary tree of choke inductors to form secondary and tertiary avalanches. The 

arrows in Fig. 1(a) illustrate the order in which the avalanches occur when the detection 

nanowire D1 is triggered. Current is diverted from D1 and flows into the adjacent nanowire D2, 

because the choke inductance LS1 acts as a high-impedance barrier to the other possible current 

paths at these short timescales. When i2, the current through D2, exceeds ICN, D2 is triggered to 

resistive state. At this point, both D1 and D2 are resistive, and because we have designed LS2 to 

be larger than LS1, most of the current diverted from the D1/D2 2-SNAP is routed to the D3/D4 

2-SNAP through the lowest-impedance path LS1. As long as i3 and i4 exceed ICN, the second 

avalanche A2 follows. A similar process then cascades to the four remaining detection 

nanowires, creating the third avalanche A3. When all the nanowires have switched to the 

resistive state, the bias current is forced into the external load Z0, generating a voltage pulse 

for detection.  

We simulated the circuit using a electrothermal model and calculated the evolution of the 

current in each nanowire [14]. After D1 was triggered, the other nanowires were observed to 

go to resistive in the expected order. The current distribution in each nanowire, as shown in 

Fig. 2(a), depicts the sequence of the avalanches. Although the current in each nanowire 

varied during the avalanches, due to the electrothermal feedback in the nanowire [14,15], all 

of the currents eventually converged and evolved identically after the final avalanche A3 (~40 

ps after D1 was triggered).  

We designed, fabricated and characterized 8-
*
SNAPs and also fabricated 2-SNAPs, 3-

SNAPs and SNSPDs for comparison. All detectors were made from ultrathin niobium nitride 

(NbN) film on a single MgO substrate. The critical temperature of the film was 11.4 K and the 

sheet resistance was 429 Ω/square. Detectors were measured in a probe station at a sample 

temperature of 2.4 K. The critical current, width, pitch and active area of these devices are: 8-
*
SNAP (65.0 µA, 50nm, 150nm, 3.5 × 3.5 µm

2
 ), 2-SNAP (15.5 µA, 50nm, 150nm, 3.5 × 1.4 

µm
2
), 3-SNAP (24.0 µA, 50nm, 150nm, 3.5 × 2.2 µm

2
), and 50 nm wide SNSPD (7.2 µA, 

50nm, 150nm, 3.5 × 2.8 µm
2
). A mode-locked laser at a wavelength of 1.5 µm with sub-

picosecond pulse width and 77 MHz repetition rate was used as the light source in measuring 

detection efficiency and timing jitter. 

3. Characterization 

As one important motivation of our successive-avalanche architecture, the avalanche current 

of n-
*
SNAP was expected to be lower than the avalanche current of an n-SNAP, therefore, 

giving more bias margin for paralleling more nanowires to achieve higher signal amplification. 

As we have discussed, it is difficult to fabricate a well functional n-SNAP with n > 4, but we 

were nevertheless able to compare the architectures by using idealized devices in an 

electrothermal simulation. We ran the simulation several times, varying the bias current in the 

detection nanowire (IBN). Fig. 2(b) shows the output pulses from simulations of an 8-
*
SNAP 

with IBN set to 0.70ICN, 0.75ICN, and 0.80ICN. The pulses had three levels, which corresponded 

to the cases where A1, A2 or A3 was the final avalanche. When IBN was at or below 0.65ICN, 

even the pair of D1 and D2 was not triggered. By sweeping the current from 0.75ICN to 0.80ICN, 

we determined the lowest IBN which was able to trigger A3. This lowest IBN, multiplied by a 

factor of eight, was the minimum avalanche current for the 8-
*
SNAP and had a value of IAV_S 

= 0.78   , where IC8 = 8ICN was the total critical current of the eight nanowires. For simulating 

the avalanche current of the 8-SNAP (IAV_C) with the same critical current, the choke inductor 
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was set to the same inductance as LS3 in Fig.1(c). Applying the same simulation method, we 

found               . Comparing these simulation results, the normalized avalanche current 

of 8-
*
SNAP was 13% lower than the normalized avalanche current of 8-SNAP, showing that 

the successive-avalanche facilitated the avalanche to be happened at low bias current.  

To verify the fabricated 8-
*
SNAP operating in a full avalanche regime, we experimentally 

measured the avalanche current (IAV_E). We found this value by measuring the device 

detection efficiency (DDE) versus the bias current normalized to its critical current at different 

incident photon fluxes. At the inflection point of the DDE curves, we know that the device is 

operating in the single-photon regime, and thus we have reached the avalanche current—a full 

avalanche is occurring from a single detection nanowire firing. As shown in Fig. 2(c), this 

value was measured to be IAV_E = 0.78 IC8, in agreement with IAV_S from our electrothermal 

simulation. Additionally, we corroborated this measurement by comparing the DDE of the 

8-
*
SNAP to a standard, single-nanowire, 50 nm wide SNSPD. Above the normalized bias 

current of 0.78, the DDE curves of the 8-
*
SNAP overlapped with the curve of the SNSPD as 

expected from single photon detections in identical nanowires.  

 

Fig. 2 (a) Electrothermal simulation of the normalized currents through the eight nanowires in an 8-
*SNAP. When the current passing through the nanowire exceeds ICN, the avalanche processes are 

triggered, denoted as A1, A2 and A3. (b) Electrothermal simulation of the output pulses at IBN of 

0.80ICN (red), 0.75ICN (green), 0.70ICN (blue) and 0.65ICN (purple). The dashed lines show the levels 
of the output current corresponding to the cases that the last avalanche is A1, A2 and A3. (c) DDE vs 

normalized IB for the SNSPD (black) and the 8-*SNAP illuminated at different incident photon 

fluxes as shown in the legend. As the photon flux increases depicted by the arrow, the DDE curves 
of the 8-*SNAP shift away from the DDE curve of the SNSPD. The dashed arrow shows the 

inflection point of the DDE curves, which is 0.78IC8 and is the experimental avalanche current of 

the 8-*SNAP, IAV-E. Curves measured under low incident photon fluxes are noisy when IB is close to 
the critical current, because the photon detection count rate is lower than the dark count rate, 

resulting in high background noise. 

Ideally, the avalanche current of an 8-
*
SNAP would be approximately equal to a 2-SNAP.  

This equivalence should exist because at the first avalanche stage, such as at A1, the current 
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expelled from a detection nanowire only needs to over-bias one neighbor, similar to the two-

parallel-nanowire setup in a 2-SNAP. We measured the 2-SNAPs and 3-SNAPs, finding their 

experimental avalanche currents of IAV-2E = 0.72 IC2 and IAV-3E = 0.79 IC3, where IC2 and IC3 are 

the critical currents for the 2-SNAPs and 3-SNAPs, respectively. According to these values, 

the normalized avalanche current IAV_E/IC8 of the 8-
*
SNAP was higher than IAV_2E/IC2 of the 

2-SNAP and closer to IAV_3E/IC3 of the 3-SNAP, which is slightly different to an ideal 

equivalence because of the leakage currents in each avalanche stage. 

To demonstrate the eight-fold signal amplification of the 8-
*
SNAP versus a standard 

SNSPD with the same width of 50 nm, we measured single-shot pulse traces of the 8-
*
SNAP 

and the SNSPD.  The results are shown in Fig. 3(a). The critical current of the 50 nm wide 

SNSPD was 7.2 µA and the critical current of the 8-
*
SNAP was 65 µA. We biased both 

devices at 83% of their critical currents. The peak values of the 8-
*
SNAP and the SNSPD 

pulse were 109.1 mV and 13.5 mV, respectively. This corresponded to an eight-fold 

enhancement of the signal, proportional to n = 8 as expected. This proportionality also shows 

that the pulse of the 8-
*
SNAP was the result of a full avalanche sequence containing all the 

current from all of the detection nanowires, and the successive avalanches worked. 

Considering the ~100 ns long duration of the 8-
*
SNAP’s output pulse, the system readout 

noise (peak-to-peak value) was extracted in a 100 ns long time window from the acquired 

traces before the pulses arrive. The noise was 7.9 mV for the 8-
*
SNAP and it was 7.3 mV for 

the SNSPD, which were almost identical and were dominated by the amplifier noise. 

Therefore, the SNR of the 8-
*
SNAP (109.1/7.9 = 13.8) was also increased by a factor of 8 over 

the SNR of the SNSPD (13.5/7.3 = 1.8). The large SNR pulses were easily discriminated from 

the background noise even with a highly lossy RF cable for connecting. Therefore, the 

8-
*
SNAP could be used as a basic element in an array to increase the amount of pixels with 

more connections.  

 

Fig. 3. (a) Traces of a single pulse from the 8-*SNAP (red) and the SNSPD (blue). The signal is 

extracted from the peak value of the average pulses (not shown here) and the peak-to-peak noise in 
a time window of 100 ns is taken from the traces before the pulses arrive. The inset figure shows 

the noise floor of our 8-*SNAP which is nearly identical to the noise floor of the SNSPD. (b) The 

timing jitter versus normalized IB. The inset figure shows the jitter performance at 0.86IC8. The 
delay distribution is fitted to a Gaussian profile.  

As shown by the pulse traces in Fig. 3(a), the falling edge of the 8-
*
SNAP output signal 

showed an overshoot as the pulse returns to zero. This overshoot indicates a large kinetic 

inductance of the device which is mainly due to the choke inductors. Reducing the choke 

inductance could reduce the reset time of the 8-
*
SNAP, but it also prevented the avalanche 

formation because the current from the triggered nanowire was more easily to leak to the load 

instead of injecting into the neighboring nanowires, resulting in an increase of the avalanche 

current. [12] In the measured circuit, the recovery time constants are set by LT/Z0, where LT ≈ 

LS1 is the total kinetic inductance of the device and Z0 = 50 Ω is the load resistance that the 
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output pulses apply on. Adding series resistor RS close to the device, can reduce the time 

constant to LT/(RS+Z0) and thus can speed up the current recovery in the 8-
*
SNAP [14]. In an 

optimized circuit, the 8-
*
SNAP speed should only be limited by the hotspot cooldown time 

just like an SNSPD, with a small speed reduction accounted for the delay caused by avalanche 

latency. There was no afterpulsing in the 8-
*
SNAP as long as it was not biased very close to 

the critical current. The bias condition with no afterpulsing existed because the avalanche 

current of 8-
*
SNAP was low, showing another advantage of our successive-avalanche 

architecture.   

Since the dynamic processes of the nanowires in an n-SNAP are more complex than a 

SNSPD with single nanowire, we measured the timing jitter of the 8-
*
SNAP to show that the 

successive-avalanche architecture does not add significant timing jitter. The timing jitter was 

extracted by analyzing the variance in time-delay between the synchronized pulses from a fast 

photodiode and the output pulses from the detectors. [16] The jitter was measured for several 

values of IB, and the results are shown in Fig. 3(b). Similar to the n-SNAPs in conventional 

architecture, the histogram of the jitter appeared to be asymmetric and showed multiple peaks 

below the avalanche current. [16] However, when the device was biased above the avalanche 

current, the histogram of the jitter has a roughly Gaussian profile as shown in the Fig. 3(c) 

inset. The value of the timing jitter was extracted from the full-width-at-half-maximum 

(FWHM) of the histogram. For the 8-
*
SNAP, the jitter had a minimum plateau of ~54 ps, 

showing negligible dependence on the bias current above 0.82 IC8 in the absence of additional 

timing jitter from voltage noise. [4,5]  The jitter was 46 ps for the 2-SNAP biased at 13 µA 

and it was 53 ps for the 3-SNAP biased at 22 µA. Therefore, the timing jitter of the 8-
*
SNAP 

was similar to a 2-SNAP and a 3-SNAP, showing the successive-avalanche architecture didn’t 

give additional timing jitter compared to the conventional design. 

4. Conclusion 

In conclusion, we have demonstrated a parallel SNSPD architecture with successive 

avalanches.  The architecture consisted of detection nanowires and choke inductors arranged 

in a binary-tree layout.  For the demonstrated 8-
*
SNAP, the output signal and the SNR of the 

output pulse were measured to be eight times higher than the equivalent SNSPD of the same 

nanowire width.  The normalized avalanche current was measured to be 0.78, which was 13% 

lower than the ideal normalized avalanche current of an equivalent 8-SNAP using 

conventional design. The detector had a minimum timing jitter of 54 ps, which was 

independent of the bias current above 0.82 IC8, showing that the successive-avalanche 

architecture didn’t deteriorate the timing performance. The binary-tree design can be easily 

iterated with more nanowires in parallel for greater amplification. The high SNR, low timing 

jitter, and monolithic integration suggest that this architecture is promising for applications 

that require larger pulse amplitudes, such as single-photon arrays, photon-number-resolving 

detectors, or feed-forward on-chip logic for integrated photonic quantum-information 

processing. 
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