
Phase-locked laser arrays through global antenna
mutual coupling
Tsung-Yu Kao1,2, John L. Reno3 and Qing Hu1*

Phase locking of an array of lasers is a highly effective method in beam shaping because it increases the output power and
reduces the lasing threshold. Here, we show a conceptually novel phase-locking mechanism based on ‘antenna mutual
coupling’ in which laser elements interact through far-field radiations with definite phase relations. This allows a long-
range global coupling among the array elements to achieve a robust phase locking in two-dimensional laser arrays. The
scheme is ideal for lasers with a deep subwavelength confined cavity, such as nanolasers, whose divergent beam patterns
could be used to achieve a strong coupling among the elements in the array. We demonstrated experimentally such a
scheme based on subwavelength short-cavity surface-emitting lasers at terahertz frequencies. More than 37 laser
elements that span over ∼8 λo were phase locked to each other, and delivered up to 6.5 mW (in a pulsed operation)
single-mode radiation at ∼3 THz, with a maximum 450 mWA–1 slope efficiency and a near-diffraction-limited
beam divergence.

Phase locking of an array of lasers is a highly effective way to
combine coherently the output radiations from individual
lasers to achieve beam shaping and a higher output power.

Moreover, the interaction between array elements could lead to a
significant reduction in the lasing threshold. Recently, a new
genre of laser cavity with deep subwavelength confinement in
two or three dimensions, such as nanolasers or spasers1–3 and
photonic wire lasers4, has found various potential applications in
fields such as optical-information processing, short-distance
communication between integrated circuits and optical sensing5.
However, substantial developments in reducing the excess lasing
threshold and improving the coupling of light into a well-defined
free-space mode are still required before these devices can be truly
useful. If the phase-locking technique could be properly applied here,
it will be a key method to overcome the aforementioned shortcomings.

A robust phase locking requires strong couplings among the
individual lasers so that otherwise-independent oscillators are
forced to oscillate in sync. Currently, there are four demonstrated
coupling schemes to phase-lock integrated diode laser arrays—
laser ridges are coupled through exponentially decaying fields
outside the high refractive-index dielectric core (evanescent-wave
coupled6) or through the Talbot feedback from external reflectors
(diffraction-wave coupled7,8), or by connecting two ridges to one
single-mode waveguide (Y-coupled9,10) or through lateral pro-
pagating waves (Leaky-wave coupled11–13). Here we present a
novel coupling scheme for phase-locking 2D laser arrays through
‘global antenna mutual coupling’. This scheme is distinctly different
from the other two phase-locking mechanisms for non-contacting
laser elements. In contrast to the evanescent-wave coupled
scheme, in which the coupling is through near-field electromagnetic
fields, as in the antenna mutual coupled scheme, the coupling is
established between two laser elements through far-field radiations
with definite phase relations. This allows long-range (many wave-
lengths in free space) global coupling among the array elements.
In contrast with the diffraction-wave coupled scheme, the phase-
locking mechanism presented here does not require any external

feedback components. The proposed scheme is especially suitable
for lasers with deep subwavelength dimensions with divergent radi-
ation beams14 that could be utilized to achieve a strong coupling
among individual lasers in the array.

In this demonstration, we chose short-cavity surface-emitting
terahertz (1012 hertz) quantum cascade lasers (QCLs)15–17 in
metal–metal waveguides18. For the free-space wavelength λo≈ 100 µm,
with typical cavity dimensions of 10 µm in thickness, 10–15 µm
in width and 30–40 µm in total cavity length, the laser elements
clearly fall under the category of a deep subwavelength confined
system. A terahertz QCL system was chosen for a less-stringent
fabrication requirement at relatively long wavelengths. As electro-
magnetic waves are scalable, the result presented here can be
applied to other frequency ranges by simply scaling the dimensions.

For a deep subwavelength confined laser, because the laser wave-
guide is smaller than the wavelength, the subwavelength facet of the
laser can be modelled as a special type of electromagnetic emitter
known as the ‘slot antenna’19. From antenna theory, each emitter
is not only determined by the internal drive, but it is also affected
by the radiations from other emitters. This coupling between two
electromagnetic emitters can be characterized quantitatively by
the mutual admittance, defined as GM(i,j) = (current)i/(voltage)j,
where indices i and j are designated for different emitters. The
far-field approximation of mutual admittance, GM, between two
slot antennas with the same electric-field amplitude, width W and
height d≪W placed on an infinite ground plane (x–y plane) can
be calculated using equation (1)20. Referring to the geometry
shown in Fig. 1a, the mutual admittance between two slot antennas
that radiate into the upper half space can be written as:
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where J0 is the zeroth-order Bessel function of the first kind, ε and µ
are the electromagnetic permittivity and permeability, respectively,
λo is the free-space wavelength, x and y are the position of the
second slot and θ ≡ arctan (y/x). GM is plotted along the x–y
plane in Fig. 1d. The sign of GM depends on the relative polarity
of the slot antenna pair.

In the investigation of phase locking, emission measurements in
the direction normal to the arrays were performed. Thus, we chose a
second-order distributed feedback laser (DFB) structure for the laser
element. To enhance the array effect, we used the simplest second-
order DFB structure, which included only one λs (wavelength in the
semiconductor) in each end of a π shifter. The overall three-section
structure consists of six different slots from the front and rear facets
of each section. When two such identical laser elements have their
centre positions displaced by Rk on the x–y plane, the total
mutual admittances between the two lasers can be calculated by
summing the mutual admittances between all the slot–slot pairs
(Fig. 1b). The summation of the mutual admittances is:

Gsum Rk

( )
≡
∑
j

∑
i

Aij GM Rk + rj − ri
( )

(2)

where i and j are dummy indices for different slots in the same DFB
laser and ri and rj are the relative displacement vectors from the
centre of each DFB laser to the position of each slot. Aij ≡Ai × Aj

is the coefficient of relative polarities and amplitudes for slot i
and slot j on different DFB lasers. Figure 1e shows the mutual
admittance between two three-section second-order DFB lasers
calculated using equation (2). To simplify the calculation, we
assume the field at each slot aperture to be identical in amplitude.

When more DFB lasers are arranged to form a 2D grid, for each
element in the grid the total mutual admittance contributed by all
the other elements (Ggrid) can be calculated using equation (3):

Ggrid ≡
∑
k

BkGsum Rk

( )( )
(3)

where Rk includes all the possible lattice vectors given the grid type
and Bk determines the relative phase and magnitude of each DFB
laser. When Bk = 1 for all k, every element in the array is in-phase
coupled with an equal field magnitude. Figure 1f shows Ggrid for a
‘Type I’ grid under different distances between the elements
(see the inset for the definitions). Figure 1g shows Ggrid for another
grid configuration, ‘Type II’. The computed mutual admittance
sensitively depends on the grid geometry between the elements. In
essence, a large positive value of Ggrid corresponds to a reduction of
the radiation resistance, which reduces the radiation loss of the array
structure and consequently lowers the lasing threshold. This simpli-
fied simulation shows that by choosing an appropriate set of grid
geometry, one can increase or decrease the mutual admittance
seen by each emitter and, as a result, enhance or suppress specific
spatial modes.

To take into account all the possible spatial modes that exist in
the laser array system, 3D full-wave finite element method (FEM)
quasi-eigenmode simulations were carried out for laser arrays that
consisted of three-section second-order DFB lasers with different
numbers of elements in the array at different grid sizes. From
the simulation, one can find the optimum geometry in which
the desired mode has the lowest threshold among all the spatial
modes, and thus becomes the lasing mode (see ‘Laser array
design method' section in the Supplementary Information for a
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Figure 1 | Mutual admittance and electric-field distribution of the QCL. a,b, Schematic for calculating two slot antennas on an infinite ground plane
(assuming the direction normal to the slot antenna facet is along the y direction and one of the slot antenna is placed at the origin) (a) and two
three-section surface-emitting DFB lasers (top view) (b). θ≡ arctan (y/x). c, The electric-field distribution inside the three-section second-order DFB laser
when operated in the surface-emitting mode. The relative polarity of each facet is also shown as (+1, +1, +1, −1, −1, −1). The change in polarity sign is the
desired outcome of the centre π shift, which is introduced to obtain single-lobe beam patterns from the surface-emitting laser28. The longer section is 32 µm
in length (∼λS) with a 4.5 µm gap size. The length of the short centre cavity is 16 µm (∼λS/2) and the ridge width is 15 µm. d, Mutual admittance GM

between two slot antennas calculated using equation (1). e, Mutual admittance Gsum between two three-section DFB lasers by summing the mutual
admittances between slots. f,g, The sum of all mutual admittances, Ggrid, from other elements in the array under a Type I grid (f), and the Ggrid for a Type II
grid (g). Only the nearest-neighbour contributions are included in this simulation. The width of the slot is W= 15 µm with a wavelength of λ0 = 100 µm.
The element is the three-section DFB laser shown in c. The x–y coordinates are normalized to the free-space wavelength λ0. Certain sets of grid sizes are
marked with dotted lines as a visual aid.

ARTICLES NATURE PHOTONICS DOI: 10.1038/NPHOTON.2016.104

NATURE PHOTONICS | VOL 10 | AUGUST 2016 | www.nature.com/naturephotonics542

© 2016 Macmillan Publishers Limited. All rights reserved

http://dx.doi.org/10.1038/nphoton.2016.104
http://www.nature.com/naturephotonics


more detailed conclusion). Figure 2 shows the simulated magnetic
fields of a single-element DFB laser, a nine-element laser array and
a 16-element laser array with the Type I grid. When the correct sets
of grid dimensions are used, the spatial mode with the lowest lasing
threshold will be the in-phase mode, as shown in Fig. 2b,c. The far-

field beam patterns from the in-phase mode show a significant
reduction in divergence when more elements are added to the
array. The lasing threshold (which is only caused by radiation
loss) of the laser array drops from ∼36 cm−1 for the single-
element laser to ∼22 cm−1 for the 16-element array. The reduction
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Figure 2 | Magnetic (H) fields inside the laser cavity and far-field beam patterns from 3D FEM simulations. a–c, A single three-section second-order
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the laser cavity and far-field beam patterns for the high-order longitudinal mode of a single three-section DFB laser (d) and a nine-element array of DFB
lasers (e). Although the beam divergence also reduces with an increasing number of elements in the array, a beam pattern of multiple lobes is clearly shown.
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Figure 3 | The laser arrays. a, Schematic of coupled laser arrays with the three-section DFB laser as the building element. The outer dimension is 2 mm and
the diameter of the inner circle is ∼1.7 mm. The laser array is separated into four subparts for biasing in each quadrant individually. The bonding pads are
also shown. The number marked on each pad indicates the total number of the elements electrically connected by each bonding pad. b, Schematic of a
three-section surface-emitting second-order DFB laser. c–f, SEM pictures of the antenna mutual-coupled laser array arranged in a Type II grid. c, The overall
view of the laser array. The vertical cut in the centre on the biasing rims that separates the laser array into four quadrants is clearly seen at this angle.
d, Close-up view of the grid configuration. e, Single-element three-section DFB laser. The laser consists of three segments: one short half-wavelength centre
cavity and two one-wavelength cavities on both sides. The current is provided to the laser through the metal contact on the air-bridge structure. f, Close-up
view of one end of the air-bridge structure. The dielectric with a dark shade beneath the metal contact is an electrical insulation layer formed by SiO2.
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in the lasing threshold (radiation loss) can be attributed to the fact
that more electromagnetic energy is now used to establish
mutual coupling rather than radiating into the far field. The selected
x block size (85 µm ≈ 0.85 λo) and y block size (175 µm ≈ 1.75 λo) are
marked in Fig. 1f with dotted lines. The corresponding mutual admit-
tance has a positive value, which causes a reduction in the overall
radiation impedance of the array, and thus reduces the lasing
threshold of the in-phase spatial mode. In Fig. 2e, the far-field
beam pattern of a high-order longitudinal DFB mode shows
apparent dual lobes. It is evident that different spatial modes can
be distinguished from their far-field beam patterns.

Several short-cavity terahertz DFB laser arrays with different
cavity length and array grid dimensions were fabricated to verify
the effectiveness of the antenna mutual-coupling approach.
Scanning electron microscopy (SEM) pictures of the finished
devices are shown in Fig. 3. The biasing current is first provided
to the laser array through a large bonding pad around the four
corners of the laser array and then connected to the whole laser
array through the pattern grid. An air-bridge structure is used
between the pattern grid and the short-cavity DFB laser to eliminate
undesirable current spreading. The laser array is divided into four
different quadrants for ease of measurements. Device Chip No. 27
shows narrow single-mode laser emissions from all four quadrants.
Each quadrant consists of 37, 28, 31 and 36 identical elements,
respectively. The pulsed current–voltage (I–V) and peak optical
power–voltage (L–V) curves are shown in Fig. 4. Clearly visible
lasing ‘kinks’ are observed from the I–V curves. From the L–V
curves the dynamic range of the laser array device is far greater
than that of the single-element three-section DFB laser, which indi-
cates a reduction in the overall losses of the lasing mode. This
change can be attributed to the decrease in radiation losses when
adding more elements to an array, as shown in Fig. 2a–c. The spec-
tral measurements show single-mode emissions from all four quad-
rants near 2.95–2.96 THz. The laser array from quadrant C1 delivers
∼6.5 mW pulsed power (in a pulsed mode with a 4% duty cycle)
with a maximum slope efficiency of ∼450 mW A–1, which is

comparable to or even higher than other high-performance DFB
lasers in the terahertz range21–23.

In Fig. 4b, the radiation images were taken by a terahertz camera
(model NEC IRV-T0831) with a fast (f-number 3), focal length 100
mm, high-resistivity Si lens in real time at 30 frames per second. To
characterize quantitatively the beam divergences, a pyroelectric
detector was mounted on a 2D rotational stage ∼20 cm away from
the surface-emitting laser, scanning between ±30° in both directions
without any optics in between the laser and the detector. The lasers
were biased at a pulsed mode with a 4% duty cycle and electronically
chopped at 100 Hz. In both measurements, narrow and symmetric
beam patterns were observed from the laser arrays in all four quad-
rants. The beam divergence (full-width at half-maximum) was less
than 10 × 10° for all cases. Combing the spectral and beam-pattern
measurements, it is evident that these subwavelength confined lasers
are strongly coupled and form a larger laser array with a single
global phase and coherent emission.

Another device, Chip No. 12, which consists of identical
three-section DFB lasers as mentioned above but arranged in a
Type II grid, shows a quite different behaviour. The lateral distance
between adjacent elements is 85 µm (∼0.85 λo) and the vertical
distance is 135 µm (∼1.35 λo), and they are marked by the dashed
lines in Fig. 1g. A comparison of the far-field beam patterns and
lasing frequencies between the two laser arrays is shown in Fig. 5.
Although the DFB lasers in Chip No. 12 have identical dimensions
as the elements in Chip No. 27, the array with the Type II grid (Chip
No. 12) lases at a different frequency (∼2.825 THz) and the beam
pattern has a null line in the centre. From the FEM simulation
shown in Fig. 2, this result suggests that the element of the
Type II grid laser array is lasing at a different spatial mode.
Apparently, the lasing threshold of the fundamental in-phase
mode is increased and/or the threshold of the high-order longitudi-
nal mode is decreased under this grid arrangement because of
mutual coupling. This is direct evidence that the antenna mutual
coupling will modify the threshold of different lasing modes of the
laser arrays, and different grid arrangements can be adopted to
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Figure 4 | The four quadrants of the laser array. a, Pulsed I–V curves (top), L–V curves (bottom) and lasing spectra (pulsed; inset in top panel) from
different quadrants on laser array Chip No. 27. The measurement from a single-element three-section DFB laser is also shown after scaling up the power
axis. From the L–V curves, a clear change in the lasing thresholds between the single-element laser and the phased-locked laser array can be observed.
Current flowing through a single-element device is labelled on the axis on the right-hand side (top), from which one can infer the total current by multiplying
the current by the number of array elements. All the quadrants show single-mode emission when C1, C2 and C3 lase at the same frequency. The emission
frequency of C4 is slightly red shifted from those of the other three quadrants, which probably results from fabrication variation or post-fabrication
contamination. The resolution of the FTIR spectrometer is 0.125 cm−1. The laser array in C1 delivers 6.5 mW peak power (black dashed line) with a maximum
∼450 mW A–1 slope efficiency (bottom). b, Terahertz images of the emission from the laser array when different quadrants are biased. The images show
narrow single-lobe symmetric terahertz emissions from the laser arrays. The lasers are only biased slightly above the lasing threshold to prevent the
terahertz emissions from saturating the camera, so that the outline of the laser array chip could be visible in the images. c, Far-field beam patterns from
different quadrants of the phase-locked laser arrays measured using a pyroelectric detector located ∼20 cm away from the laser array and mechanically
scanned over ±30° in both horizontal and vertical directions.

ARTICLES NATURE PHOTONICS DOI: 10.1038/NPHOTON.2016.104

NATURE PHOTONICS | VOL 10 | AUGUST 2016 | www.nature.com/naturephotonics544

© 2016 Macmillan Publishers Limited. All rights reserved

http://dx.doi.org/10.1038/nphoton.2016.104
http://www.nature.com/naturephotonics


select specific spatial modes. The result is further supported by the
mutual admittance simulation shown in Fig. 1g—the corresponding
mutual admittance (in the grey dotted circle) under a Type II grid has
a small, yet negative, value, which increases the radiation impedance
and the lasing threshold of the in-phase spatial mode (with a relative
facet polarity of +1, +1, +1, −1, −1, −1) at 3 THz.

Clearly, this new coupling scheme can be applied to other
electromagnetic systems with subwavelength elements to achieve a
similar reduction in beam divergence and lasing threshold, such as
those observed in the square-lattice spaser arrays24–26. However, as
explained in Dorofeenko et al.27, near-field interaction is the domi-
nant coupling mechanism for self-synchronization in these
devices. In essence, the nanoantennas (or holes) in those spaser
arrays are part of the cavity, and provide enhanced feedbacks and
pumping for lasing actions. However, in the present work, each
element in the array is an individual laser that could achieve lasing
by itself. The antenna mutual-coupling method is used to phase
lock those individual lasers that would otherwise oscillate indepen-
dently from each other. This method explores the far-field inter-
action between individual radiation emitters and should lead to
stronger andmore-stable phase-locking operations. Themethod pre-
sented here could also be applied to arbitrary array arrangement or
even compound elements (more than one type of laser element).

In conclusion, a new mechanism based on antenna mutual coup-
ling to achieve global phase locking in a 2D laser array was proposed,
verified by numerical simulation and then experimentally demon-
strated using subwavelength short-cavity surface-emitting lasers at ter-
ahertz frequencies. By changing the total mutual admittance of the
laser array through different grid-pattern arrangements, radiation
losses that correspond to specific spatial modes can be enhanced or
suppressed. A simplified numerical method was developed to evaluate
quickly thismutual-coupling strength for different array grid patterns,
which allows a fast optimization of grid dimensions to achieve robust
phase-locked operations. More than 37 laser elements—the highest
number ever reported at this frequency—are phase locked to each
other. The array spans over ∼8 λo and delivers up to 6.5 mW of
single-mode pulsed power (4% duty cycle) at ∼3 THz. The typical
beam divergence is <10 × 10°, which is close to the diffraction
limit by the size of each quadrant (∼800 × 800 µm at a wavelength
of 100 µm). Clearly, the far-field nature of this phase-lockingmechan-
ism allows scalability to even larger arrays, which enables the achieve-
ment of highly tight beam patterns. As electromagnetic waves are
scalable, the result presented here can be applied to other frequency
ranges by scaling the dimensions.

Methods
Methods and any associated references are available in the online
version of the paper.
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Methods
FEM simulation. Using 3D FEM simulation, quasi-eigenmodes of the whole
antenna-coupled laser structures can be found with detailed information of both the
electric and magnetic field distributions. From the eigenfrequencies and the
corresponding radiation losses we can estimate the lasing frequency and calculate
far-field beam patterns. The simulations were carried out using COMSOL
Multiphysics version 4.3. No metal losses and material losses were taken into
account when performing the ‘cold cavity’ eigenmode simulation. The simulation
environment was surrounded with a perfect-matching layer to absorb unphysical
reflections from the boundaries.

L–I–V and spectral measurements. For pulsed L–I–V measurements, the lasers
were operated at 20 kHz with a 400 ns pulse duration (0.8% duty cycle) at a
temperature of 10 K. The optical power was measured with a liquid-helium-cooled
Ge:Ga photodetector. Spectra were measured using a Fourier transform infrared
spectrometer (FTIR; model Thermo Nicolet 6700) with a liquid-helium-cooled
Ge:Ga photodetector as the external detector.

Power measurements. Power was measured without any focusing optics between
the laser and the power meter except a high-density polyethylene window on the
cryostat. Pulsed measurements were performed using a Thomas Keating absolute
terahertz power meter at a 30 Hz electronic chopping frequency. The laser under test
was operated at 100 kHz with a 400 ns pulse duration (4% duty cycle) at a
temperature of 10–12 K inside a Cryomech Pulse tube cryorefrigerator (model
PT 810). All the power measurements were done in the atmosphere without purging.

Beam-pattern measurements. Far-field beam patterns were measured with a
pyroelectric detector mounted on a 2D motorized scanning stage, which was placed
at 20 cm from the surface-emitting laser, scanning between ±30° in both directions
without any optics between the laser and the detector. The laser was operated near the
peak power in a pulsedmodewith a 4% duty cycle and electronically chopped at 100 Hz.

Near-infrared and terahertz imaging. The images were taken with a NEC THz
camera (model IRV-T0831) with a fast (f-number 3), 100-mm high-resistivity Si
lens in real time at 30 frames per second.
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Implicit Assumptions in Calculating Gsum , and Ggrid 

In calculating the total mutual admittance Gsum as defined in equation (2), we 

implicitly assume that Gsum of the system follows the simple addition rule by 

summing the mutual admittances between subsystems. Note that, in this equation, 

the coupling between slot antennas pair within the same DFB laser is not taken into 

account toward the total mutual admittances of the system, as they are within the 

same laser cavity and therefore have definite phase and amplitude relations. When a 

3-section second-order DFB laser operates at the desired fundamental surface-

emitting mode, the polarity relationship between slot facets can be described as (+1, 

+1, +1, −1, −1, −1), as depicted in Fig. 1c in the main manuscript. The change in 

polarity sign is the desired outcome of the center π shift, which is introduced to 

obtain single-lobe beam patterns from the surface-emitting laser [1]. Again, for 
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simplicity, we assume the amplitude of each slot aperture to be identical for the 

surface-emitting mode. Thus Ai = 1, 1, 1, −1, −1, −1 for i = 1-6.   

In calculating Ggrid, for simplicity only contributions from nearest neighbors are 

included. Although the contribution in Ggrid is still not negligible when the distance 

between two DFB elements is larger than a few wavelengths, in our numerical 

model, the contribution from the nearest neighbor is sufficiently strong to illustrate 

the concept of this new coupling mechanism.  

It is worth pointing out that, the numerical method presented here is only valid for 

estimating the strength of mutual coupling once the electric field distributions for all 

slot facets (Aij) and the phase and magnitude relationship between array elements 

(Bk) are given. Full-wave electromagnetic simulations as shown in the main 

manuscript are still needed for more rigorous result. 

Fabrication Method  

Due to uncertainties in fabrication, a series of short-cavity THz DFB laser with 

different cavity length, gap size, and different array grid dimensions are fabricated on a 

single wafer. The designs are mainly consisted of 3-section short-cavity DFB lasers with 

two different array structures, offset rectangular (Type I) and hexagonal (Type II). After 

preforming the standard Au-Au wafer-bonding process used in THz QC lasers and 

removing the residue substrate to expose the active medium by wet etching in citric acid, 

a thin SiO2 layer is blankly deposited on the wafer and then patterned to provide 

electrical isolation for the bonding pad. Standard contact lithography with image reversal 
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photoresist AZ 5214 is then used to form Ti/Au metal mask on top of the active region. 

Area that is not masked by the Ti/Au pattern is then etched using inductive coupled 

plasma reactive ion etcher (ICP-RIE) in SiCl4 chemistry until the bottom metal plane is 

reached. A wet etch step using NH4OH solution is then used to remove the 

semiconductor material beneath the thin contact fin to form the air bridge structure. Total 

18 different laser array designs, each with 2.5 × 2.5 mm in size, are fabricated together as 

a whole wafer and then die sawed into sub-chips for testing.  

The active gain medium is based on molecular beam epitaxy (MBE) grown 

GaAs/Ga0.85Al0.15As multiple quantum well structure. The thickness of the gain medium 

is 10 μm, based on the design OWI-180E [2] (a 3-well resonant-phonon design, wafer 

number VB0205). 

Preliminary Test of Surface-Emitting Laser with Different Element Numbers 

Before designing the mutual coupled laser array, a series of single-element 

second-order DFB lasers with different grating sections (a center π-shifter and even 

numbers of 2nd-order DFB grating periods) are first fabricated and tested using the same 

gain medium. The normalized I-V curves are shown on the following Fig. S1. From 3- to 

9-section devices, the current densities and the biasing voltages of the DFB lasers match 

well with each other except near the lasing thresholds. The lasing thresholds of 7- and 9-

section devices are almost identical, while the 5-section device shows a small increase in 

lasing threshold. The lasing threshold of the 3-section device is substantially increased. 

The corresponding reduction in dynamic range is also obvious in this figure. This is 

strong evidence that the total loss of the 3-section DFB laser is near, but still below the 
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maximum material gain of the gain medium. 3-section DFB laser at ~3 THz typically has 

15-µm in width, and ~30-40 µm in total laser length, which is much smaller than the 

wavelength in the free space (~100 µm). 

 

Figure S1: a. Pulsed I-V curves at 10 K of a series of single-element second-order DFB 
lasers with different sections. b. Zoom-in version of the same I-V curves. The lasing 
kinks of different devices are also marked. 
 

Descriptions of Devices under Test:  

The laser array show global mutual coupling effect—Device Chip #27 (Label: 

3THZ_R15_P3X+H-R)—is consisted of 3-section DFB lasers with 15-µm ridge width 

and 16.5-µm center cavity length which are arranged in an offset rectangular grid. The 

lateral distance between adjacent elements (xblock size) is 85 µm (~0.85o) and the 

vertical distance (yblock size) is 175 µm (~1.75o). This laser array is divided into four 

parts with upper right, lower right, lower left, and upper left corner (marked as C1 to C4). 

Each quadrant is consisted of 37, 28, 31, and 36 identical elements, respectively. The 

slight difference in numbers of elements in each quadrant is due to grid pattern geometry. 
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The pulsed maximum operating temperature Tmax of the laser array is increased from 45 

K (single element) to 80–90 K (28–37 elements). The overall THz DFB laser array has a 

maximum operating temperature Tmax of 80 K (pulsed) and 47 K (c.w.). Quadrant C1 

delivers 6.5 mW single-mode pulsed power when biased at 4% duty-cycle at 10 K. 

 

Coupling Between Multiple Quadrats:  

 
 
Figure S2: Far-field beam pattern for different array quadrant combinations. 
 

More than one quadrant of the laser array can be biased at the same time. The 

beam patterns from different combinations (C1+C2, C2+C3, and C3+C4) are shown in 

the figure. Although beam pattern from combination C1+C2 is not single-lobe, it shows 

two narrower beam spots with a null in the center. Apparently lasers from C1 and C2 
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form a larger coupled laser arrays since the beam of each lobe is tighter along the vertical 

direction. Better beam patterns can be observed when C2 and C3 are biased by the same 

pulse source. Now the beam pattern of the main lobe is tighter along the lateral direction 

with a clear single lobe. Note that part of the radiation energy is presented outside the 

main lobe and might be contributed to the non-perfect timing between biasing current 

pulses. Due to the nature of pulsed operation, it is challenging to keep the biasing pulse 

arriving at two separated laser arrays simultaneously. We speculate that this timing offset 

could destroy the phase-locking operation, leading to partial phase-locking. 

Combinations of C3+C4 is also shown here. Since C3 and C4 are lasing at distinctively 

different frequencies (see spectra in the same figure) and thus cannot be easily phase-

locked, no beam narrowing effect is observed. When we designed the layout of C1-C4, 

we did not aim to achieve phase-locking between those arrays. The unintended results of 

partial phase locking indicate that even global phase-locking between arrays can be 

achieved in properly designed structures. 

 

Laser Array Design Method:  

When choosing the building element of a laser array, it is important to keep the 

losses of the high-order lateral and longitudinal modes near the desired lasing mode 

under control. This task is usually achieved through several different approaches: 1) place 

the element cavity lasing mode around the peak gain frequency of the gain medium, 2) 

increase the frequency spacing between modes by reducing the length the DFB laser 
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element, and 3) increase the difference in lasing thresholds between desired and 

unwanted lasing modes through a careful cavity design. 

Fig. S3 (a) shows the plot of gain threshold versus frequency for a 3-section 

second-order DFB laser from FEM simulation. The estimated gain spectrum of the gain 

medium used in this work is also plotted in shaded region. Magnetic field distributions 

for modes in the laser cavity with the first 6 lowest radiation losses are shown in part (b). 

Evidently, mode B is the desired surface-emitting mode with a single-lobe far-field beam 

pattern, mode A is the 2nd-order longitudinal mode, and mode C-F are high-order lateral 

modes.  

As described in the aforementioned approaches, frequency of mode B is designed 

to be near the gain peak and by choosing a 3-period laser cavity, the frequency spacing 

between mode A and B (roughly 150 GHz) provides further protection so that mode A is 

sufficiently away from the gain peak in addition that mode A having a higher threshold. 

For mode C and D, the radiation losses are already higher than mode B. Although mode 

E, F have lower radiation losses than the desired lasing mode B, their eigenfrequencies 

are so far from the gain peak that the laser would never lase at these modes. It is also 

worth pointing out that the confinement factor Γ and the material losses from 

semiconductor and metal are not included in the FEM simulation. If included, the high-

order lateral modes often see lower confinement factor and higher material loss from 

metal and surface roughness. Both effects further increase the lasing threshold for these 

modes, providing even greater mode discrimination against the undesired mode. 
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Figure S3. (a) Gain threshold versus frequency plot for a 3-period second-order DFB 

laser. The estimated gain spectrum of the gain medium used in this work is also plotted in 

the shaded region. (b) Magnetic field distribution for 6 different modes of the DFB laser. 

Once the dimensions of the laser element are decided, phase and amplitude 

information on each facet on the laser element can be extracted from the FEM simulation 

as depicted in Fig.1c in the main manuscript and mutual conductance calculation between 

two laser elements at different spacing can be plotted (Fig 1e). Fig 1f and 1g can be 

treated as graphical tools to quickly identify grid spacing (xblock, yblock) which could 

enhance or reduce radiation losses of the in-phase supermode under different type of grid 

arrangement.  
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While plots in Fig 1 provide the conceptual tool to understand the effect of mutual 

coupling in a laser array, several simplifying assumptions and approximations are made 

(see Supplementary Information—“Implicit Assumptions in Calculating Gsum , and 

Ggrid”). In order to take into account all the possible supermodes and their losses in the 

array simultaneously without any a priori assumptions, a series of 3D full-wave FEM 

quasi-eigenmode simulations were carried out for laser array with different numbers of 

elements around desired grid spacing (xblock, yblock) and verify that the in-phase 

supermode has the lowest threshold among all spatial modes, and thus it will be the lasing 

mode. Considering fabrication limitation and space requirement by the bias network, we 

choose grid spacing (0.85λ, 1.75λ) for Type I grid as marked on Fig 1f to demonstrate the 

in-phase laser array. 

 

Reference: 

1. Li, S. et al. Analysis of surface-emitting second-order distributed feedback lasers with 

central grating phaseshift.  IEEE J. Sel. Topics Quantum Electron 9, 1153 (2003). 

2. Kumar, S. et al. Low-threshold Terahertz quantum-cascade lasers with one-well injector 

operating up to 174 K. Conference on Quantum electronics and Laser Science Conference  

(CLEO). (2009). 

© 2016 Macmillan Publishers Limited. All rights reserved. 

 

http://dx.doi.org/10.1038/nphoton.2016.104

	nphoton.2016.104
	nphoton.2016.104-s1


<<
  /ASCII85EncodePages false
  /AllowTransparency false
  /AutoPositionEPSFiles true
  /AutoRotatePages /None
  /Binding /Left
  /CalGrayProfile ()
  /CalRGBProfile (sRGB IEC61966-2.1)
  /CalCMYKProfile (U.S. Web Coated \050SWOP\051 v2)
  /sRGBProfile (sRGB IEC61966-2.1)
  /CannotEmbedFontPolicy /Error
  /CompatibilityLevel 1.3
  /CompressObjects /Off
  /CompressPages true
  /ConvertImagesToIndexed true
  /PassThroughJPEGImages true
  /CreateJobTicket false
  /DefaultRenderingIntent /Default
  /DetectBlends true
  /DetectCurves 0.1000
  /ColorConversionStrategy /LeaveColorUnchanged
  /DoThumbnails false
  /EmbedAllFonts true
  /EmbedOpenType false
  /ParseICCProfilesInComments true
  /EmbedJobOptions true
  /DSCReportingLevel 0
  /EmitDSCWarnings false
  /EndPage -1
  /ImageMemory 1048576
  /LockDistillerParams true
  /MaxSubsetPct 100
  /Optimize true
  /OPM 1
  /ParseDSCComments true
  /ParseDSCCommentsForDocInfo true
  /PreserveCopyPage false
  /PreserveDICMYKValues true
  /PreserveEPSInfo true
  /PreserveFlatness true
  /PreserveHalftoneInfo false
  /PreserveOPIComments false
  /PreserveOverprintSettings true
  /StartPage 1
  /SubsetFonts true
  /TransferFunctionInfo /Apply
  /UCRandBGInfo /Remove
  /UsePrologue true
  /ColorSettingsFile (None)
  /AlwaysEmbed [ true
  ]
  /NeverEmbed [ true
  ]
  /AntiAliasColorImages false
  /CropColorImages true
  /ColorImageMinResolution 150
  /ColorImageMinResolutionPolicy /OK
  /DownsampleColorImages true
  /ColorImageDownsampleType /Bicubic
  /ColorImageResolution 450
  /ColorImageDepth -1
  /ColorImageMinDownsampleDepth 1
  /ColorImageDownsampleThreshold 1.00000
  /EncodeColorImages true
  /ColorImageFilter /DCTEncode
  /AutoFilterColorImages true
  /ColorImageAutoFilterStrategy /JPEG
  /ColorACSImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /ColorImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /JPEG2000ColorACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /JPEG2000ColorImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /AntiAliasGrayImages false
  /CropGrayImages true
  /GrayImageMinResolution 150
  /GrayImageMinResolutionPolicy /OK
  /DownsampleGrayImages true
  /GrayImageDownsampleType /Bicubic
  /GrayImageResolution 450
  /GrayImageDepth -1
  /GrayImageMinDownsampleDepth 2
  /GrayImageDownsampleThreshold 1.00000
  /EncodeGrayImages true
  /GrayImageFilter /DCTEncode
  /AutoFilterGrayImages true
  /GrayImageAutoFilterStrategy /JPEG
  /GrayACSImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /GrayImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /JPEG2000GrayACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /JPEG2000GrayImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /AntiAliasMonoImages false
  /CropMonoImages true
  /MonoImageMinResolution 1200
  /MonoImageMinResolutionPolicy /OK
  /DownsampleMonoImages true
  /MonoImageDownsampleType /Bicubic
  /MonoImageResolution 2400
  /MonoImageDepth -1
  /MonoImageDownsampleThreshold 1.00000
  /EncodeMonoImages true
  /MonoImageFilter /CCITTFaxEncode
  /MonoImageDict <<
    /K -1
  >>
  /AllowPSXObjects false
  /CheckCompliance [
    /None
  ]
  /PDFX1aCheck true
  /PDFX3Check false
  /PDFXCompliantPDFOnly false
  /PDFXNoTrimBoxError false
  /PDFXTrimBoxToMediaBoxOffset [
    35.29000
    35.29000
    36.28000
    36.28000
  ]
  /PDFXSetBleedBoxToMediaBox false
  /PDFXBleedBoxToTrimBoxOffset [
    8.50000
    8.50000
    8.50000
    8.50000
  ]
  /PDFXOutputIntentProfile (OFCOM_PO_P1_F60)
  /PDFXOutputConditionIdentifier ()
  /PDFXOutputCondition (OFCOM_PO_P1_F60)
  /PDFXRegistryName ()
  /PDFXTrapped /False

  /CreateJDFFile false
  /SyntheticBoldness 1.000000
  /Description <<
    /JPN <FEFF3053306e8a2d5b9a306f300130d330b830cd30b9658766f8306e8868793a304a3088307353705237306b90693057305f00200050004400460020658766f830924f5c62103059308b3068304d306b4f7f75283057307e305930023053306e8a2d5b9a30674f5c62103057305f00200050004400460020658766f8306f0020004100630072006f0062006100740020304a30883073002000520065006100640065007200200035002e003000204ee5964d30678868793a3067304d307e30593002>
    /DEU <>
    /FRA <>
    /PTB <>
    /DAN <>
    /NLD <>
    /ESP <>
    /SUO <>
    /ITA <>
    /NOR <>
    /SVE <>
    /ENU (NPG PRINT PDF Job Options. 4th September 2006. PDF 1.3 Compatibility. Adds Trim and Bleed boxes top Nature pages where none exist.)
  >>
>> setdistillerparams
<<
  /HWResolution [2400 2400]
  /PageSize [665.858 854.929]
>> setpagedevice


