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Many superconducting technologies such as rapid single-flux quantum computing and superconducting
quantum-interference devices rely on the modulation of nonlinear dynamics in Josephson junctions for
functionality. More recently, however, superconducting devices have been developed based on the
switching and thermal heating of nanowires for use in fields such as single-photon detection and digital
logic. In this paper, we use resistive shunting to control the nonlinear heating of a superconducting
nanowire and compare the resulting dynamics to those observed in Josephson junctions. We show that
interaction of the hotspot-impedance with an external shunt produces high-frequency relaxation
oscillations with similar behavior to that observed in Josephson junctions due to their ability to be
modulated by a weak periodic signal. In particular, we use a microwave drive to pull and mix the oscillation
frequency, resulting in phase-locked features that resemble the Shapiro steps observed in the ac Josephson
effect. Microwave nanowire devices based on these conclusions have promising applications in fields such
as parametric amplification and frequency mixing.
DOI: 10.1103/PhysRevApplied.9.064021

I. INTRODUCTION
Relaxation oscillators have been used to model a
wide variety of nonlinear behavior found in biological
and physical systems; for instance, cardiac rhythms [1]
and modulated semiconductor lasers [2] have both been
described by relaxation oscillation dynamics. While in the
most basic sense, relaxation oscillations are comprised of a
nonlinear element and a feedback cycle, it was observed
early on that another property unique to relaxation systems is
that their oscillation frequencies may be altered by the
application of a weak periodic drive [1,3]. As a result, both
the relaxation process and its response to external stimuli are
vital to the characterization of a complete system.
Superconductors represent an ideal platform for studying
and manipulating these types of oscillatory phenomena. In
addition to having rapid nonlinear switching dynamics, their
response changes with the temperature, current density, and
the application of magnetic fields. This tunability allows for
the effects of external drives to be observed. Perhaps one of
the strongest manifestations of these oscillations in superconductors is the ac Josephson effect in which locking
between a periodic drive and a Josephson junction’s sinusoidal current-phase relationship produces zero-slope regions
known as Shapiro steps in the current-voltage curve at
intervals of V n ¼ nhf=2e, where f is the driving frequency,
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h is Planck’s constant, e is the electronic charge, and n is the
integer order of the step [4,5]. This relationship between
frequency and voltage has been exploited in technologies
such as the Josephson voltage standard [6,7] and superconducting analog-to-digital converters in which a Josephson
junction produces single-flux quantum pulses at a frequency
corresponding to the applied voltage [8]. Another form of a
superconducting weak link known as the Dayem bridge
proved to have similar ac behavior, with additional steps
appearing at subharmonic values of the Shapiro voltage due
to the Dayem bridge’s multivalued periodic current-phase
relationship [9–11]. Work by Calander et al. demonstrated
that subharmonics can also occur in inductively shunted
tunnel junctions by injection locking of relaxation oscillations; as the strength of the locking signal increased, the
oscillation frequency was pulled toward the drive frequency,
and mixing products were observed [12].
Unlike the tunneling of Josephson junctions, superconducting nanowires are governed by thermal transitions
into the normal state as a result of Joule heating. Despite
the lack of a sinusoidal current-phase relationship, they
can support relaxation oscillations due to the nonlinear
interactions between the resistive hotspot and the
impedance of the external readout circuit, as previously
demonstrated in superconducting nanowire single-photon
detectors (SNSPDs) [13–15].
In work by Hadfield et al. [16], oscillations in highinductance nanowires were attributed to the relaxation of a
resistive hotspot through an inductor and resistive shunt.
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FIG. 1. (a) rf voltage output of the shunted nanowire (Rs ¼ 10 Ω) when a bias-current ramp is applied. The blue trace corresponds to
experimental data, and the red trace is the output of electrothermal simulations. (b) Scanning electron micrograph of the tapered
nanowire. (c) Illustration of a basic relaxation model. The bias current is first diverted to the shunt after the nanowire switches to the
normal state and then returns to the nanowire once superconductivity is restored. The total inductance L is the sum of the nanowire’s
kinetic inductance Lk and the inductance of the wire bond connections Lw . In our experimental setup, Lw dominates the total inductance.

The appearance of characteristics similar to those of Shapiro
steps upon microwave radiation was suspected to be the
result of phase locking of these relaxation oscillations to the
external drive. There are three outstanding problems with the
study in Ref. [16] that have since remained unresolved:
(1) The dependence of the oscillation frequency on circuit
parameters was not studied, (2) the voltage interval of the
observed steps was not explained, and (3) no mechanism for
the suspected locking behavior was presented. As such,
while the similarity to the ac Josephson effect was observed,
it was not fully characterized experimentally or analytically.
A complete study of this phenomenon is, therefore, needed
for the control and engineering of nanowire-based devices
that take advantage of this effect.
Previous studies of these oscillations were done using
typical SNSPDs of large kinetic inductance (Lk ¼
200–500 nH) and an external load placed far from the
local hotspot [14,16]. This setup limits the minimum time
constants that can be observed, and, thus, the reported
oscillation frequencies were often less than 200 MHz. To
investigate fast oscillations of this nature while removing
parasitic parameters from cabling, we present a study of the
nonlinear dynamics in a short nanowire of <10-nH kinetic
inductance and a shunt resistor mounted close to the chip, as
summarized in Fig. 1. The experimental rf voltage output
reveals distinct oscillations which are in agreement with
both electrothermal simulations and a simple analytical

model based on hotspot-relaxation. In this paper, we
describe the influence of bias current and series inductance
on these oscillations and study their time-averaged characteristics. By using microwave radiation, we demonstrate
that the hotspot-oscillations can mix with a weak external
signal and be pulled toward its frequency until becoming
locked, thus providing a mechanism for the observed
similarity to the ac Josephson effect. We emphasize that
we do not expect these devices to act as Josephson
junctions; rather, in this work, we show that they produce
behavior that looks deceptively like a junction because of
locking between their thermal oscillations and an external
periodic drive.
II. METHODS
The nanowires studied in this paper are fabricated from a
thick (approximately 40 nm) niobium nitride film deposited
on Si substrates following the procedure described in
Ref. [17]. Contact pads are defined by photolithography
on evaporated Au and Ti. Superconducting nanowires are
designed with tapers from 1 μm to a minimum width of
60 nm to minimize current crowding [18] and are written
using electron-beam lithography (125 kV, Elionix) of
hydrogen silsesquioxane resist, followed by development
in 25% tetramethylammonium hydroxide and reactive
ion etching in CF4 . The total length of the device

064021-2

FREQUENCY PULLING AND MIXING OF RELAXATION …
[see Fig. 1(b)] is 30 μm, with a 60-nm-wide center region
about 1.5 μm long.
In order to shunt the nanowire, an external resistor of 10 Ω
is placed in parallel less than 5 mm away on the printed circuit
board (PCB). Aluminum wire bonds are used to make
electrical connections to the contact pads and the shunt.
All measurements are conducted in liquid helium at a
temperature of 4.2 K, well below the critical temperature
of the superconducting film (T c ∼ 10.5 K). Electrical transport characterization for current-voltage measurements is
achieved using a four-point scheme and a sinusoidal current
bias at a sweeping frequency of 10–20 Hz. dc output voltages
are sent through a low-noise preamplifier (SRS560) before
being read out by an oscilloscope. Microwave modulation is
achieved by applying (100–900)-MHz sinusoidal signals to
an external wire loop placed less than 5 mm over the sample
and soldered onto an input port of the PCB. Relaxation
oscillations are measured using a two-point configuration
and amplifying the rf voltage output of a bias tee.
To explain the observed dynamics, we consider a basic
relaxation oscillation model from the perspective of a
shunted nanowire. Figure 1(c) depicts its two time domains.
After the nanowire first switches into the normal state, the
bias current ibias is diverted to the shunt with a time constant
of τ1 ¼ L=ðRs þ Rw Þ, where L is the inductance, Rs is the
shunt resistance, and Rw is the resistance of the nanowire
represented by the hotspot-resistance. Once the current
through the nanowire falls below the retrapping current I r
and allows the nanowire to return to the superconducting
state, the bias current is diverted back from the shunt with a
time constant τ2 ¼ L=Rs until the switching current I sw is
reached and the wire becomes normal again. Here, we use
I sw to describe the bias current at which the nanowire
transitions into the resistive state. This is distinct from the
critical current I c , which is the theoretical fluctuation-free
depairing current of the nanowire. As noted in Ref. [19],
I sw < I c due to the influence of fluctuations present in
experimental systems. Thus, the total period of a single
relaxation oscillation may be approximated as

 

Ir
ibias − I sw
T ¼ −τ1 ln
− τ2 ln
:
ð1Þ
I sw
ibias − I r
Since Rs tends to be much less than Rw , the duration set
by τ2 is expected to dominate the oscillation frequency, as
is found in a similar modeling of relaxation oscillations in
hysteretic Josephson bridge contacts [20].
III. RESULTS AND DISCUSSION
A. Characteristics of electrothermal
relaxation oscillations
The expression given in Eq. (1) indicates that the
frequency of the oscillation is a function of both the bias
current and the inductance between the hotspot and the
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FIG. 2. Relationship between ibias and the oscillation frequency
for two different series inductances (red and black curves). The
experimental data are compared to both electrothermal simulations and the basic relaxation oscillation model in Eq. (1).
Parameters used to fit the red curve: L ¼ 20 nH (basic model),
L ¼ 25 nH (simulation). Parameters used to fit the black curve:
L ¼ 15.3 nH (basic model), L ¼ 18.75 nH (simulation). For all
fits, Rs ¼ 10 Ω and Rw ¼ 500 Ω.

shunt resistor. Figure 2 shows our experimental data to
investigate these dependences and compares the results
with the simplified expression given in Eq. (1) and with
electrothermal simulations conducted in SPICE [21,22]. The
measurement is performed using a dc battery source in
series with a 10-kΩ resistor to apply a steady current bias to
the shunted device, and the oscillation frequency is
extracted from the FFT of the amplified rf voltage output
of the bias tee. The process is repeated for two different
inductances in series with Rs , which is set by changing the
distance between the shunt and the nanowire and, thus,
altering the wire bond length. The hotspot-resistance Rw is
used as a fitting parameter for both the electrothermal
simulation and the relaxation oscillation model and is
ultimately set equal to 500 Ω (corresponding to a length
of about 500 nm over the 60-nm-wide region). For both
models, the best-fit series inductance changes by roughly
25% between the two experiments with different wire bond
lengths, revealing the significant impact of the path
inductance on the nonlinear response of the shunted
system. In addition to highlighting the influence of the
series inductance on the overall dynamics of the shunted
nanowire, the agreement between the experimental data and
the two models indicates that the underlying mechanism of
oscillation is indeed the electrothermal feedback between
the hotspot and the shunt, rather than the nonlinearity of
the superconducting current-phase relationship as in a
Josephson junction.
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FIG. 3. (a) Current-voltage characteristics of the unshunted nanowire. (b) Current-voltage characteristics of the nanowire when it is
shunted with Rs ¼ 10 Ω. The red curve is a fit to an overdamped Josephson-junction model [Eq. (1)] with I c ¼ 38.5 μA and R ¼ 7.8 Ω.
(c) Shunting the nanowire results in an increase in the mean and a narrowing in the width of the switching current distribution.

By reaching a maximum oscillation frequency close to
the gigahertz range, such rapid oscillations can affect the
shape of the current-voltage (I-V) characteristics conducted
from a slow measurement, analogous to the key role played
by fast Josephson oscillations in the I-V characteristic of a
Josephson junction. In addition to impacting the frequency
of these oscillations as described in Eq. (1), we observe that
the shunt resistor significantly affects the amount of
thermal dissipation in the nanowire, as indicated by the
degree of hysteresis. Figures 3(a) and 3(b) show the I-V
characteristics of the nanowire with and without the
presence of an external shunt. Placing a resistance of
10 Ω in parallel with the wire results in complete suppression of hysteresis, suggesting a lack of sustained Joule
heating [19,23]. The nonhysteretic I-V characteristic is fit
to the expression for the average dc voltage of an overdamped Josephson junction in which the contribution of
capacitance can be neglected [24],
qﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃ
V dc ¼ I c R ðI bias =I c Þ2 − 1;

ð2Þ

where I c is the critical current of the junction, R is the total
parallel resistance, and I bias is the current being supplied.
As illustrated in Fig. 3(b), we observe good qualitative
agreement between the experiment and the overdamped
junction model when the nanowire is shunted with 10 Ω and
when the model resistance is set equal to 7.8 Ω. The slight
discrepancy in resistance is not surprising, since the total
parallel resistance R ¼ ð1=Rwire þ 1=Rs Þ−1 is expected
only to reach the full value of Rs when the self-heating
hotspot-resistance has grown to the order of 1–10 kΩ. Such
a large hotspot-impedance is avoided in a sufficiently

shunted system if the resistance is low enough to divert
the bias current after initial hotspot-formation, limiting the
Joule-heated expansion of the normal domain. Other simplifications in the model including a lack of noise and
capacitance terms may also contribute to this deviation.
Nonetheless, the qualitative agreement suggests a relationship between the shunted nanowire and an overdamped
Josephson-junction approximation, despite the presence of
hotspots in the nanowire. Additionally, we observe that the
shunt produced a narrowing in the width and an increase in
the mean of the switching current distribution [Fig. 3(c)].
This observation has previously been explained in nanowires from the perspective of the Josephson-junction tiltedwashboard-potential model as an increased damping which
reduces the likelihood of the phase particle entering the
running voltage state by a single thermal fluctuation [25].
As a result, the mean switching current increases, and the
distribution becomes narrower due to the reduced impact of
thermal fluctuations. While these changes show that resistive shunting limits the expansion of the hotspot, they also
demonstrate that the absence of hysteresis and a narrowing
of the switching distribution are not sufficient criteria for
arguing that the nanowire is without Joule heating; rather,
they indicate only that there is no sustained Joule heating on
the time scale of the slow measurement.
B. Influence of microwave radiation
Although time-averaged I-V characteristics mask the
direct observation of relaxation oscillations, they may
provide evidence of oscillation locking under the influence
of external modulation, as in the ac Josephson effect.
To conduct this investigation, four-point electrical
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FIG. 4. (a) Steps appearing in the current-voltage characteristics with 180-MHz radiation at two different powers. (b) Amplitudes of the first
four current steps as a function of the modulation power. Amplitudes are scaled relative to I c , the magnitude of the n0 step when no radiation is
applied. The solid black curve shows fits to dynamical solutions for a Josephson junction following the expression jJ n ð2eαV=hfÞj as
described in Ref. [26], where α ¼ 1 × 10−4 .

characterization measurements are repeated while subjecting
the shunted nanowire to external microwave radiation. As
shown in Fig. 4(a), applying a 180-MHz sinusoidal drive to
the coil antenna suppresses the nanowire’s switching current
and produces distinct steps in the I-V characteristics; the
relative amplitudes of these steps appear to have a Bessel-like
relationship with the microwave power, eventually decaying
to zero when the switching current is fully suppressed and the
nanowire enters the normal state [shown in Fig. 4(b)].
This phenomenon is similar to the Shapiro effect in
Josephson junctions. Indeed, fits to the step amplitudes as a
function of the modulation power can be made using
Josephson-junction dynamical equations, as previously
done for superconducting Dayem bridges [26]. In this
case, step amplitudes follow the amplitudes of the nth-order
Bessel functions J n ð2eαV=hfÞ, where V is the magnitude
of the external modulation, and α is a fitting parameter
describing the coupling loss between the coil and the
nanowire in order to convert from the known output power
to the unknown voltage delivered to the nanowire.
Despite this similarity, the steps occur at voltage intervals
roughly 200 times the expected Shapiro voltage for a 180MHz drive, a disparity that was also noted but not fully
explained in the work by Hadfield et al. [16]. Furthermore,
the slope of the steps increases with step number, unlike in
the ac Josephson effect. By conducting electrothermal
simulations (see the Supplemental Material [27]) of shunted
nanowires with varying inductances and microwave drives,
we observe that the voltage steps occur at intervals of
roughly V n ¼ nfLI c, where f is the frequency of the
modulation, L is the total series inductance, and n is the

step number corresponding to the number of relaxation
oscillations per period of the drive. Applying this formula to
the parameters listed by Hadfield et al. correctly predicts
the steps that they observed experimentally, where a nanowire with Lk ¼ 500 nH and I c ≈ 30 μA produced steps at
voltage intervals of roughly 200 μV when driven at
13.4 MHz. Whereas the Shapiro voltage relies on the flux
unit of the superconducting magnetic flux quantum (h=2e),
the flux described by these voltage steps is dictated by the
LI c product. As a result, it is clear that this behavior does not
stem from a Josephson-like current-phase relationship but
rather phase locking of the relaxation oscillations.
Frequency mixing and pulling of inductively shunted
tunnel junctions to a weak periodic drive have previously
been explored as a means of phase locking; the strong
broadband oscillations of inductively shunted Josephson
junctions were seen to mix with an injected narrowband
signal, eventually producing a frequency spectrum peak at
the injection frequency when the modulation power was
sufficiently increased [12]. Figure 5 summarizes our search
for similar dynamics in the resistively shunted nanowire.
This investigation is conducted by examining the frequency
spectrum of the rf voltage output at a steady bias current
while subjecting the nanowire to increasing powers of
microwave radiation. In addition to peaks appearing at the
relaxation oscillation frequency f r ¼ 504 MHz and the
drive frequency f d ¼ 320 MHz, peaks are also observed at
mixing products f r  mðf d − nfr Þ, where m and n are
positive integers. For instance, a peak at 690 MHz represents the mixing product of n ¼ 1 and m ¼ 1, or 2f r − f d.
Furthermore, as the magnitude of the driving signal
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FIG. 5. (a) FFT of the voltage output with an applied radiation
of 320 MHz and a constant bias current of 60 μA. Peaks indicate
the resonance of the relaxation oscillations and the driving
frequency, as well as their mixing products. (b) Enlarged view
of the frequency spectrum while varying the applied microwave
power. As the power increases, the relaxation oscillation frequency is pulled toward the driving frequency.

increases, the relaxation oscillation peak is pulled toward
the driving frequency, and the mixing products shift in
relation to the new f r. This phenomenon is also observed at
a bias condition where f r is less than f d (194 vs 330 MHz),
demonstrating that the oscillation frequency can be pulled
in either direction. The frequency shifting indicates possible applications of these devices in frequency up- or
down-conversion for microwave signals.
While the mechanism of nonlinearity in our nanowires is
electrothermal rather than due to the Josephson effect, it is
nonetheless clear that the oscillations created by the interaction of the hotspot with an external shunt exhibit behavior
analogous to that observed in Josephson junctions. The
generation of mixing products is also similar to the result
achieved with hot electron bolometers, which rely on the
interference of a weak signal with a local oscillator to create
an intermediate frequency signal that drives a thermally
induced resistance change in a superconducting nanobridge
upon absorption [28,29]. By getting pulled toward the drive
signal until eventually locking, we observe that relaxation
oscillations in the shunted nanowire circuit produce timeaveraged characteristics that resemble the ac Josephson
effect (see Fig. 4) without requiring a sinusoidal currentphase relationship.
IV. CONCLUSIONS
In summary, we present a study of the nonlinear
dynamics in shunted nanowires and investigate their

interaction with periodic external signals. While the noncoherent relaxation oscillations we observe originate from
electrothermal effects, we find that they are capable of
displaying qualitatively similar time-averaged characteristics and microwave responses as are observed in
Josephson tunnel junctions. This result is summarized in
our work by two main experimental findings: (1) We show
that the frequency of relaxation oscillations due to the
occurrence and collapse of a hotspot are strongly dependent
on the applied bias current. Although this behavior is
fundamentally different from Josephson oscillations, it
produces similar nonhysteretic current-voltage characteristics that can be fit to the model for an overdamped junction.
(2) The microwave modulation of these oscillations reveals
pulling and mixing of the oscillation frequency with the
application of a weak external drive, producing steps in the
I-V characteristic that mimic the ac Josephson effect without
matching the expected Shapiro voltage. A dual to the
Shapiro voltage for relaxation oscillations is presented,
where the flux is defined by the LI c product rather than
the magnetic flux quantum h=2e.
Because of the phenomenological similarities observed
between the hotspot-relaxation oscillation and the
Josephson oscillation, we envision that we can use these
effects to develop nanowire-based microwave devices in
certain applications where Josephson oscillations are conventionally employed. While the hotspot-relaxation oscillation is incoherent and slower than the Josephson
oscillation, shunted nanowires maintain advantages such
as a smaller device area and reduced sensitivity to magnetic
noise or vortex dynamics. They can also be used in CMOScompatible circuits without introducing the complexities
of a current-phase relationship [30], and they may also be
used to access frequencies in the range of approximately
100–1000 MHz where a Josephson-junction-based circuit
requires additional large inductances. Microwave nanowire
devices can be built with these benefits in mind; for example,
modulation of the relaxation oscillation frequency by
external signals may facilitate frequency multiplexing, as
has been explored in injection-locked laser diodes [31,32],
while prior work on tunnel junctions and point-contact
Josephson junctions suggests that relaxation oscillations
may also be used in mixing and parametric amplification
[12,33]. Further reducing the inductance may also suppress
the hotspot more efficiently, potentially allowing the nanowire to operate using faster, coherent oscillations more
similar to those of a Josephson junction. Future studies of the
gain and speed of these systems are required to recognize the
feasibility of such applications.
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